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Pelle Leather Conditioner/Protector Batch 3131

The test data and information in this report are provided as part of the product monitoring instituted for Pelle
Care Products Ltd.

The Pelle Care Products monitoring programme delivers quality control and performance reassurance with
respect to:-

e The quality and consistency of the raw materials used in the formulation of Pelle Care
Products, according to the following test regime
+  Reference Pelle raw materials are held at LASRA as standards
Production raw materials are tested by LASRA against the standards
Solids content is determined by gravimetric analysis
Silicon is determined (where appropriate) by atomic absorbance spectroscopy
Materials characterisation is done by freeze drying followed by infra-red
spectroscopy

+ o+ o+

e The performance consistency of formulated Pelle Care Products is monitored according

to the following test regime:

+ Batch production samples are applied to a standard pigmented upholstery leather
held at LASRA

+  Applications are according to manufacturer’s instructions on the product

+  The treated leather is dried for a minimum of 16 hours at ambient temperature

+ The treated leather is tested for maintenance of surface colour using method BS
EN ISO 11640 : 1998 (IULTCS/IUF 450)

+  Test result are benchmarked against the requirements of ISO/DIS 16131

The test data and information provided in this report may relate to one or other or both of the test regimes
referred to above.

Guidance is available from LASRA regarding sampling; results can only apply to samples as received
Opinions and interpretations, where these are expressed, are outside the scope of the laboratory’s terms of IANZ registration
This information is provided for, or at the request of members in accordance with the Rules of the Association
and without liability and may only be reproduced in full





[image: image2.jpg]Page 2 of 2
LASRA ref : G/344

Two Pelle Leather Conditioner/Protector products were received for assessment on our standard pigmented

upholstery leather.

The products were applied as per instructions on the packaging and left to dry over night before rubfastness

testing to method ISO 11640.

Our results were as follows:-

Results
ISO/DIS
Sample (grey scale grades) 16131 P::if’
marring | transter | reduirement
——eeeeee

dry 500 rubs 4-5 4-5 4 min Pass

Batch 3130 .
ex Peerage wet 250 rubs 4-5 4 3 min Pass
perspiration 80 rubs 4-5 4 3 min Pass
dry 500 rubs 4-5 4-5 4 min Pass

Batch 3131 .
ex Peerage wet 250 rubs 4-5 4 3 min Pass
perspiration 80 rubs 4-5 4 3 min Pass

The results confirm product compliance with the requirements of the test regime as dictated by 1SO testing

and 1SO benchmarking.
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